21 mapr 2023 CJIV)KBEH BECHMK

Bp. 62 - C1p. 21

Ha Peny6myxa Cesephia Maxeonmja
MHHUCTEPCTBO 3A EKOHOMHJA
1262.
Cornacno unen 13 cras (7) oz 3akoHoT 3a rpajgexuuTe | /- wclggf?m'

npoussogu (,,CnyxGeH BecHuk Ha Penmy6iukxa Maxemo-
uuja® 6p. 104/15, 192/15, 53/16, 120/18 u ,,Cnyx6en Bec-
HHK Ha Pemybmuka Cemepna Makegonunja“ 6p.150/21),

BHTYMEHCKH MEIIaBHHH -
Criennrkanum 3a
maTepHjanute - Jen 1:
Ac%an‘r 6eToH (MaeHTHIEH
co EN 13108-1:2016)
Bituminous mixtures —
Material specifications —
Part 1: Asphalt Concrete

MuHnCTEpCTBOTO 32 eKOHOMHja 0bjaByBa

CIIHCOK
HA HAITHOHAJTHH HEXAPMOHHU3UPAHHU

CTAHJIAP/IH 3A TPAJTEXKHUTE ITPOU3BO/IH 3. 1311/{)%(32 FEI(\)IIT

O3Haka Ha
MaKeIOHCKHOT Ha3zus Ha cranmapaor
CTaHaap/

Pen.
6p.

BUTyMeHCKH MelIaBHHH —
Creundukanmn 3a
MaTepHjanute — len 2:
Actdant GeToH 3a MHOTY
TEHKH cioesd (BBTM)
(unerTnyen co EN 13108-
2:2016)

Bituminous mixtures —
Material specifications —
Part 2: Asphalt Concrete for
very thin layers (BBTM)

beron — Cnenuduxanuy,
CBOjCTBa, [IPOM3BOJICTBO U
coobpasHocT (MAeHTHYEH Co
1. MKC EN EN 206:2013+A2:2021) 9 MKC EN
206:2013+A2:2022 | Concrete — Specification, ' 13108-3:2017
performance, production
and comformity

BUTYyMEeHCKH MELIaBHHH —
Crienuduxanum 3a
MarepHjanuTe — len 3 :
Mek achant (MIeHTHYEH O
EN 13108-3:2016)
Bituminous mixtures —
Material specifications —
Part 3: Soft asphalt

beron - Cneuudukannja,
CBOJCTBA, MPOH3BOACTBO H
coobpasnoct - [Ipaguia 3a
ynotpeba na MKC EN MKC EN
206:2014+A1:2017 10, 13108-4:2017
2. MKC Concrete - Specification
1016:2018+A1:2020 P o
performance, production
and conformity - Rules for

buTymMeHCKH MeIIaBHHH —
Cnennduxanuu 3a
maTepujaiaure — [len 4 :
Tomno anan actant
(unenTHuen co EN 13108-
4:2016)

Bituminous mixtures —
Material specifications —
Part 4: Hot rolled asphalt

the use of MKC EN 206:
2014 + Al: 2017

Butymen 1 6uryMeHcKn
Bp3MBa - AHjOHCKA 11 MKC EN
GHTYMeHCKa eMy3uja 3a : 13108-5:2017
3 HaTHILTA

y MKC 1018:2017 | Bitumen and bituminous
binders -Aniononic

BHUTYMEHCKH MEIIaBHHH —
Cremudukanuu 3a
MaTepHjanute — len 5 :
CxkenereH actant
(upentnyen co EN 13108-
5:2016)

Bituminous mixtures —
Material specifications —
Part 5: Stone mastic asphalt

bituminous emulsions for

butymMeHCKH MelaBuHM —
Crneunduxanmn 3a

roads marepHjanute — den 6 :
Yenuk 3a apMHpaH GeTon: MKC EN MacTtuxkc acd)an-r (ﬂl{eﬂ
IIpa4kH, KOTYpH H 12. 13108-6:2017 actant) (ugeHTH4eH co EN
NPON3BOAHK JOOHEHH CO ’ ]133 08-6:2016)
OZIMOTYBam€ Ha KOTYpH — ituminous mixtures —

4 Kl;p ag:pn cmx: Material specifications —

g MKC 1021:2019 Stael fir the velif " Part 6: Mastic asphalt
eel for the reinforcemen BHTYMCHCKH MCIIaBHITH —
concrete: Bars, coils and Crenudukanuy 3a
decoiled products — MatepHjannte — e 7 :
Specification Iloposen acant
MKC EN

Yenuk 3a apMupame 6eToH, 13. 13108-7:2017 %agilg?qe“ co EN 13108-
3a3apcﬂulzpmarypﬂﬂ Bituminous mixtures —
MpexHu — KapakrepueTuku Material  Renbons.-

5. MKC 1022:2022 | Welded fabric for Yt b sttt
reinforcement of concrete -
Specification Co meHoT Ha 00jaByBamETO HA OBOj CIHCOK MPECTAHY-
Yennk 3a apMHpame 6eToH Ba Jia BaxH CIHCOKOT 33 HAaIIHOHATHH HEXapMOHH3MPaHH
— Yenuk 3a apMuparme ImTo CTaH/ap/1 34 IpaJieKHH NMpou3BoH (,,Ciry:k0eH BECHHK Ha
MOJE /Ia Ce 3aBapyBa — Penybmuka Cesepra Makenonuja® 6p. 254/22).

. MEKC EN Omurro (unenTiuen co EN OBoj crHcokK ce OGJaBYBa_BS ,Ciyx6eH BecHHK Ha Pe-

- 10080:2006 10080:2005) myGmmka CeBepHa Makenornja“.

Steel for the reinforcement Bp. 18-697/4
of concrete — Weldable 15 mapr 2023 romma MunucTep 3a eKoHOMM]a,

reinforcing steel - General Cxomje

Kreshnik Bekteshi, c.p.




